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Particleboard, flat pressed, raw (sanded) type TP-20,
thickness class: above 13 to20 mm

KRONOSPAN SRB d.o.o., 17.Marta2,34220 Lapovo

KRONOSPAN SRB d.o.o., 17.Marta2,34220 Lapovo

rus D.Al.100

Certification body of Forestry Faculty of Belgrade University
(authorised body)
/ 18.1 1.2015. year I
KRONOSPAN SRB d.o.o., 17.Marta2,34220 Lapovo
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10.12-2015.
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Sample panel Length (mm): 2750 + 1,0 Width(mm): 2070 + 1,0

No. PronertV 
n

Test methods Test value
Required value
ous.D.cs.031)

I Thickness fum) JUS.D.AI.102 17,84 + 0"02 r0J
2. Moisture content (k) rus.D.A1.1036,3 + 0,05 5 - l I

J , Density (kg/m3) rus.D.Al:l 14 643,3 + 9,2

4. Thickness swellng (o/o) rus.D.Al.l04 7,2+ 0,63 . m a x 8

Ben{rqg strength (N/mm' ) rus.D.Al.l07 16,9 + 1,31 min.16

6. rnrernBl bonO (N/mm2) rus.D.Al.106 0.39 i 0.02 min. b35
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